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PRODUCT BULIETIN PREMIX JOINT COMPOUND AULLETIN MNO:  J-6903
DRYWALI, ACCESIORY VAL PURTOUE DATE: 4723/174
PRODUSTS PAGE: lof 2
APEROVALS: | { T PRODUCING PLANT; CANCELS: J-6903
o ‘;‘}{f’? SEATTLE DATE: 5/11/73
Rt ies (N -_','uv V.
BULLETIN DESCRIPTICH i POUNDS GALIONE
047 Asbestos YRFLO 2,47 150
244, Methocel 228 .32 20 !
200 Eeltose s, 17 g
4 ,V\F‘\h ‘
165 CGround Raw Cvpsum RS 44,38 2700
251 Mieca 9,86 600
. 453 Preservelive )3 &
pgz2 Carbitol 3olvent 53 32
470 "FYA Eruisicn {6,264 on solids) 6,38 388 42
0ol Colloids #6560 , 15 9
Hater 35,64 2168 260
L0
TOTAL 100, 00 £078

MANUPACTURING INSTRUCLICHS:

1. CSee Process B
2., For WG a /
3. a.l]-]-.l.ﬂ:__\ -
4. For summar Cl,,uﬂ'l'{ iong = Ada 4 D‘allons Ltlﬂ;ylele Gleu]

Rl’ Bulletin No 1< O

CUAYTIY CONTrenr.:
TH=1. Viscesity, 150 gm cylinder 8 3 seecs 12 -~ 15 mm
Tif=31 Stendard Test Viscosity

155 poooylinder @ 5 see 1% co per 250 gm paste 15 = 3% mm i
T Lape Bond 9 = 10 |
Tidaby Lyyilication Baual 1o Stundard )
T Yerkability . Fqual 1o ',t:mt ard 11
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PROLUCT BULLETIN PREMIY, JOINT COMPOUND |  BULLETIN NQ: J-£903
DRYWALL ACCESSCRY DUAL 1TRIOSE DATE: 4723/
PRODUCTS PAGE; 20l 2
. . | APPROVALS: . PRODUCIKG PLANT: CANCELS: J-6503
L ‘ 7 7 : .
|6 3 SEATTLE . DATE: 5/20/70
I

PREODUCT SPECIFICATIONS:

Ti~1 Visaosity Cylinder 150 gm @ 5 sec 12 to 15 mm
TM~14 Viscosity., Brookfield, {eps) 400,000 to 500,000
TM=2 pli { Beckman meter} l . 7. 5 te 9.0
TM-3 Bond @ 70F & 40-70%7 R, H. 3 - 10
@ 48F & 70% R, H. -1
TM-3 Opan Time @ 65-80F (minutes) , 15 minimum
T™M=-5 ‘Open Time @ 100-110F (minutes) _ ‘ -4 minimum
THM~6 Application o ' _ No lumps
. IM-7 Workabllity (hend or Ames toolé) Equal to Stancord
. TM-9 Shrinksge {cup method) 269 maximum
Tit=10 Edge Grecking Test i None
Thi-12 Grit (total) 0.05% maximarm, Al
. passing 80 mech,
T™M-14  Voids . Hqual to Stardard
THM~16 Water Resistence {minutes) . 3 mindmum

TH-39 Paintability Test Fgusl to Standsrd

— KG2001543




